
FORM 16-IN

INITIAL  CALIBRATION  SUMMARY

Lab Name: Contract:

Lab Code: Case No.: MA No.: SDG No.:

Instrument ID:

Analytical Method:

Start Date :

Analyte Corr. Coeff. Weighting

Run Batch :

Calib. TypeInterceptSlope

Alliance Technical Group, LLC 68HERH20D0011

ACE 51817 MYE4L4

ICP-AES LB133417

P5 11/12/2024

Aluminum 0.999826 0.116501 -0.001929 WLR Blank Inverse Conc

Antimony 0.996330 0.218124 -0.000107 WLR Blank Inverse Conc

Arsenic 0.998981 0.032377 0.000056 WLR Blank Inverse Conc

Barium 0.999906 6.790076 -0.003410 WLR Blank Inverse Conc

Beryllium 0.999932 10.653332 -0.002072 WLR Blank Inverse Conc

Boron 0.999575 0.953589 0.003717 WLR Blank Inverse Conc

Cadmium 0.999955 1.910665 0.000447 WLR Blank Inverse Conc

Calcium 0.999681 0.068726 0.005899 WLR Blank Inverse Conc

Chromium 0.999911 0.177417 -0.000061 WLR Blank Inverse Conc

Cobalt 0.999879 0.612393 -0.000432 WLR Blank Inverse Conc

Copper 0.999870 0.175764 0.001512 WLR Blank Inverse Conc

Iron 0.999296 0.011196 0.000388 WLR Blank Inverse Conc

Lead 0.999919 0.143557 -0.000550 WLR Blank Inverse Conc

Lithium 0.999470 3.015839 0.025076 WLR Blank Inverse Conc

Magnesium 0.999705 0.005026 -0.000258 WLR Blank Inverse Conc

Manganese 0.999923 0.233308 0.000159 WLR Blank Inverse Conc

Molybdenum 0.998040 0.964995 -0.000261 WLR Blank Inverse Conc

Nickel 0.999930 0.554637 0.000123 WLR Blank Inverse Conc

Phosphorus 0.999165 0.054925 -0.001123 WLR Blank Inverse Conc

Potassium 0.999406 0.044616 0.078986 WLR Blank Inverse Conc

Selenium 0.997266 0.079245 0.000141 WLR Blank Inverse Conc

Silicon 0.995823 1.582917 0.012223 WLR Blank Inverse Conc

Silver 0.999556 0.384334 0.021256 WLR Blank Inverse Conc

Sodium 0.999820 0.013644 -0.011533 WLR Blank Inverse Conc

Strontium 0.999914 12.797772 0.000260 WLR Blank Inverse Conc

Sulfur 0.998824 0.029231 0.000231 WLR Blank Inverse Conc

Thallium 0.999905 0.065589 -0.000261 WLR Blank Inverse Conc

Tin 0.999822 0.097648 0.000992 WLR Blank Inverse Conc

Vanadium 0.999824 0.067275 -0.000667 WLR Blank Inverse Conc
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Zinc 0.998110 2.807500 0.003534 WLR Blank Inverse Conc
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