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TCLP EXTRACTION LOGPAGE

PB164393

Sample ID ClientID TCLP Sample | Volume Multl Phase Phases Final J Metals Prep
Vessel | Wt (g) | Extraction phasic | Miscible | Combined | Leachatd Leachate Pos
D Fluid #1 (mL) PH Adj. PH
P4452-03 ETGI-285 01 100.03 | 2000 N/A N/A N/A 11.0 1.5 T-1
P4545-02 VNJ-215 02 100.02 | 2000 N/A N/A N/A 5.8 1.5 T-1
P4547-04 BP-F-21 03 100.01 | 2000 N/A N/A N/A 4.5 1.0 T-1
P4547-08 BP-F-20 04 100.02 | 2000 N/A N/A N/A 6.0 1.0 T-1
P4561-04 BP-F-19 05 100.03 | 2000 N/A N/A N/A 5.6 1.5 T-1
P4561-08 BP-F-18 06 100.04 | 2000 N/A N/A N/A 4.0 1.0 T-1
P4567-04 WC-1 07 100.02 2000 N/A N/A N/A 7.2 1.5 T-1
P4567-08 wC-2 08 100.03 2000 N/A N/A N/A 7.6 1.0 T-1
P4567-12 WC-3 09 100.04 | 2000 N/A N/A N/A 7.6 1.5 T-1
P4574-03 GRAVEL-1 10 100.02 | 2000 N/A N/A N/A 4.5 1.0 T-1
P4574-06 GRAVEL-2 11 100.03 | 2000 N/A N/A N/A 3.5 1.5 T-2
P4574-08 CONCRETE-1 12 100.02 | 2000 N/A N/A N/A 10.5 1.0 T-2
P4574-10 CONCRETE-2 13 100.02 | 2000 N/A N/A N/A 10.5 1.5 T-2
P4574-12 CONCRETE-3 14 100.03 | 2000 N/A N/A N/A 11.0 1.0 T-2
P4578-06 WB-305-BOT 15 100.04 | 2000 N/A N/A N/A 5.8 1.5 T-2
P4578-08 WB-305-BOT-1 16 100.02 | 2000 N/A N/A N/A 6.0 1.5 T-2
PB164393TB | LEB393 17 N/A 2000 N/A N/A N/A 4.93 1.5 T-2
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