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M SC-4M OVEN#1

%

Solid

Supervisor: Iwona

LB134736

OVENTEMP IN Celsius(°C):

Thermometer ID: % SOLIDS-OVEN

Comments
Sample

Wt(g)

Q1377-01 K-1311 1 1.00 2.00 2.00  100.0OIL SAMPLE 1.00

Q1378-01 1A-1B-1C 
1985-STONE-BAND

2 1.00 2.00 2.00  100.0CAULK MATRIX 1.00

Q1378-02 2A-2B-2C 1928 ROOF-1 3 1.00 2.00 2.00  100.0CAULK MATRIX 1.00

Q1378-03 3A-3B-3C 1985 BUILD 4 1.00 2.00 2.00  100.0CAULK MATRIX 1.00

Q1379-01 1A-1B-1C-GRAY-CAULK 5 1.00 2.00 2.00  100.0CAULK MATRIX 1.00
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