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TCLP EXTRACTION LOGPAGE

PB168369

Sample ID ClientID TCLP Sample | Volume Multi Phase | Phases Final 4 Metals Prep
Vessel | Wt (g) | Extraction phasic | Miscible | Combined | Leachate| Leachatel Pos
ID Fluid #1 (mL) PH Adj. PH
PB168369TB | LEB369 11 N/A 2000 N/A N/A N/A 4.93 1.0 T-2
Q2214-04 RBR251425 01 100.02 | 2000 N/A N/A N/A 5.5 1.5 T-1
Q2271-04 TP12-MHK-WC 02 100.03 | 2000 N/A N/A N/A 5.6 1.0 T-1
Q2272-04 TP-6 03 100.02 | 2000 N/A N/A N/A 5.8 1.5 T-1
Q2273-04 wC-4 04 100.01 | 2000 N/A N/A N/A 7.0 1.0 T-1
Q2273-08 WC-6 05 100.02 | 2000 N/A N/A N/A 7.0 1.5 T-1
Q2274-04 TP-13-MHP-WC 06 100.03 | 2000 N/A N/A N/A 3.0 1.0 T-1
Q2278-04 TP-2 07 100.02 | 2000 N/A N/A N/A 5.8 1.5 T-1
Q2280-02 VNJ-210 08 100.03 | 2000 N/A N/A N/A 6.2 1.0 T-1
Q2280-04 RT-4643 09 100.02 | 2000 N/A N/A N/A 6.0 1.5 T-1
Q2285-05 HAM-CONCRETE 10 100.03 | 2000 N/A N/A N/A 9.3 1.0 T-1
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Alllance TCLP EXTRACTION LOGPAGE PB168390

TECHNICAL GROUP

Sample ID ClientIb TCLP Sample | Volume Multi Phase | Phases Final Metals Prep
Vessel | Wt (g) | Extraction phasic | Miscible | Combined | Leachat Leachate] Pos
ID Fluid #1 (mL) PH Adj. PH

PB168390TB | LEB390 N/A N/A N/A N/A N/A N/A 4,93 1.5 N/A

Q2267-01 WC-20250605 N/A N/A N/A N/A N/A N/A 7.2 1.0 N/A
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