
Sample Name: LLCCV01        Acquired: 8/4/2017 13:01:39        Type: Unk
Method: P4-ICP2(v2127)        Mode: CONC        Corr. Factor: 1.000000
User: JASWAL          Custom ID1: LLCCV01      Custom ID2:              Custom ID3: 
Comment: 

Elem
Units
Avg
Stddev
%RSD

#1
#2

Elem
Units
Avg
Stddev
%RSD

#1
#2

Elem
Units
Avg
Stddev
%RSD

#1
#2

Elem
Units
Avg
Stddev
%RSD

#1
#2

 As1890
ppm

.02157     
.00196
9.0828

.02018 

.02295 

 Tl1908
ppm

.03814     
.00017
.43457

.03802 

.03826 

 Pb2203
ppm

.01179     
.00016
1.3659

.01190 

.01168 

 Se1960
ppm

.02201     
.00124
5.6378

.02113 

.02289 

 Sb2068
ppm

.04989     
.00045
.90963

.04957 

.05021 

 Al3961
ppm

.10511     
.01030
9.7979

.09782 

.11239 

 Ba4934
ppm

.09967     
.00009
.08691

.09961 

.09973 

 Be2348
ppm

.00614     
.00003
.45294

.00612 

.00615 

 Cd2265
ppm

.00601     
.00008
1.3474

.00596 

.00607 

 Ca3736
ppm

1.9973     
 .0152

.76037

2.0080 
1.9865 

 Cr2677
ppm

.00968     
.00039
4.0092

.00941 

.00995 

 Co2286
ppm

.02910     
.00025
.84407

.02927 

.02892 

 Cu2247
ppm

.02235     
.00021
.94891

.02220 

.02250 

 Fe2404
ppm

.10054     
.00565
5.6188

.10454 

.09655 

 Mn2576
ppm

.02095     
.00002
.09984

.02093 

.02096 

 Mg2790
ppm

2.0444     
 .0196

.95864

2.0305 
2.0582 

 Ni2316
ppm

.03961     
.00029
.73864

.03940 

.03981 

 Ag3280
ppm

.01007     
.00022
2.1712

.01023 

.00992 

 Na5895
ppm

1.9867     
 .0299

1.5063

2.0078 
1.9655 

 V_2924
ppm

.04008     
.00008
.19512

.04013 

.04002 

 Zn2138
ppm

.04065     
.00040
.97941

.04093 

.04037 

 K_7664
ppm

1.9613     
 .0300

1.5314

1.9826 
1.9401 

 Mo2020
ppm

.21268     
.00100
.47033

.21339 

.21197 

 B_2496
ppm

.11053     
.00849
7.6787

.10453 

.11653 

 S_1820
ppm

.01378    F 
.00000
.00244

.01378 

.01378 

 Si2881
ppm

.40520     
.00109
.26965

.40443 

.40598 

 Sn1899
ppm

.04178     
.00057
1.3623

.04219 

.04138 

 Ti3361
ppm

.03890     
.00153
3.9315

.03782 

.03998 

 Li6707
ppm

.01871     
.00160
8.5343

.01984 

.01759 

 P_1774
ppm

.0198     
.0004
1.834

.0201 

.0196 

 Sr4077
ppm

.02112     
.00012
.57447

.02121 

.02104 

Int. Std.
Units
Avg
Stddev
%RSD

#1
#2

 Y_2243
Cts/S

4923.5     
  12.8

.25972

4914.5 
4932.6 

 Y_3600
Cts/S

67415.     
  170.

.25220

67295. 
67535. 

 Y_3710
Cts/S

4744.3     
   7.0

.14792

4739.4 
4749.3 

 In2306
Cts/S

94.717     
  .735

.77596

94.197 
95.236 

 In2306
Cts/S

4136.8     
   2.2

.05422

4135.3 
4138.4 


