
PERCENT SOLID
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OVENTEMP OUT Celsius(°C):

Time OUT:Time IN:

Out Date:In Date:

Weight Check 1.0g:Weight Check 1.0g:

Weight Check 10g:Weight Check 10g:

BalanceID:OvenID:

108

17:20

02/05/2019

1.00

10.00

1.00

10.00

08:05

02/06/2019

103

Dish + Dry 

Sample Wt(g) 

(C)

Dish +

Sample Wt(g)

(B) 

Dish Wt(g) 
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Dish#Client Sample IDLab ID

jignesh

M SC-1M OVEN-1

% Solid

Supervisor: apatel

LB100674

OVENTEMP IN Celsius(°C):

Thermometer ID: %SOLIDS-OVEN

K1338-01 AU-06-020519-A 1 1.14 9.91 8.79  87.2

K1338-03 AU-06-020519-B 2 1.18 9.82 8.53  85.1

K1338-05 AU-06-020519-C 3 1.17 9.89 8.53  84.4

K1356-01 SU-01-020519-A 4 1.19 9.66 8.69  88.5

K1356-03 SU-01-020519-B 5 1.18 9.85 9.01  90.3

K1358-01 TR-05-020519 6 1.15 9.57 8.95  92.6

K1379-01 HR-6A 7 1.11 9.71 8.45  85.3

K1381-01 CONCRETE 8 1.00 2.00 2.00  100.0
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