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M SC-4M OVEN#1

%
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Supervisor: Iwona

LB134195

OVENTEMP IN Celsius(°C):

Thermometer ID: % SOLIDS-OVEN

Comments
Sample

Wt(g)

Q1034-01 T1 1 1.00 2.00 2.00  100.0CONCRETE sample 1.00

Q1034-02 T2 2 1.00 2.00 2.00  100.0CONCRETE sample 1.00

Q1034-03 SF-6-A 3 1.00 2.00 2.00  100.0CONCRETE sample 1.00

Q1034-04 SF-6-B 4 1.00 2.00 2.00  100.0CONCRETE sample 1.00

Q1034-05 COMP-1 5 1.00 2.00 2.00  100.0CONCRETE sample 1.00

Q1034-06 COMP-2 6 1.00 2.00 2.00  100.0CONCRETE sample 1.00
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